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REPORT ON DIMENSION OF DI DIMENSION OF UPVC PIPE ~

Contractor NL Report No 22190101
Client ADS Marley UAE Report Date 14/08/2022
Consultant NL Project no. LAB/O725/22
Project Name NL TR No 060922008
Project Location Date Received_ 06/09/2022

Sample Description

4" Diameter UPVC Pipe

Test Relative Humidity |50%

Project No. M2390 Test Room Temperature |23°C
Source/Supplier ADS Marley UAE Sample No. 0609220092/1
Location Not Provided Date of Test Start 12/08/2022
Sample Brought By ADS Marley UAE Date of Test Completed |13/09/2022
Sample Preparation BS 3506:1969 Tested By SC
Test Method BS 3506:1969 Checked By AN
Test Data:
Test Unit Result
Nominal Thickness mm 3.45
Outer Diameter mm ' 1101

Remarks: Average of five readings reported.
Method Variation : None
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